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CHAPTER 4

MASONRY

INDEX

Para. Title Page

4-01 GENERAL 4-1

4-02 SAMPLES 4-1

4-03 SAMPLE PANELS 4-1

4-04 TESTS 4-1

a. Concrete Masonry Units 4-1
b. Tests for Mortar 4-2

4-05 MATERIALS 4-2

a. General
b. Anchors, ties and

Joint Reinforcement 4-3
c. Brick 4-3
d. Portland Cement, Masonry

Cement and Lime 4-4
e. Concrete Brick, Split

Block and Concrete Masonry
Units 4-4

f. Coping Tile 4-4
g. Fireclay and Refractory Brick 4-4
h. Flue Lining 4-5
i. Insulation 4-5
j. Mortar Materials 4-5
k. Precast Concrete Trim 4-5
1. Pre-faced Concrete

Masonry Units 4-6
m. Reinforcing Bars 4-6
n. Stonework 4-6
o. Structural Clay Facing Units 4-6

4-06 ERECTION 4-7

a. Protection 4-7
b. Erection Procedures 4-7
c. Batching and Use of

Mortar 4-10
d. Brick 4-11
e. Concrete Masonry

Units 4-11
f. Structural Clay Facing Units 4-12
g. Cavity Wall Construction 4-13
h. Composite Wall Construction 4-13
i. Chimneys and Fireplaces 4-13
j. Anchors, Ties and Joint

Reinforcement 4-14
k. Cleaning of Masonry 4-14

4-07 REINFORCED MASONRY 4-15



EP 415-1-261
1 Aug 92

ii

Para. Title Page

4-08 POINTING AND CLEANING

a. Pointing 4-16
b. Cleaning 4-16


